Sign Sheeting Materials

Phoenix, Arizona DOT
State Test Deck Data

Submittal Year
SSM Number
Manufacturer

2000
SSM-0778
Avery Dennison

Sheeting Name 6500/7500, HP, PS

Sheeting Lot 4779G1
Sheeting Color White
Component Type Overlay
Component OL-2000
Number

Component Color Blue

Component Lot 0BO9F603410227725E

Coefficient of Retroreflection (R")
Light Tunnel - (cd/lux/m2)

Ent/Obs -4 /0.2
Initial 1 year 2 year 3 year
Rotation 0° 90° 0° 90° 0° 90° 0° 90°
Sample A 84 80 95 73 88 68
Sample B 92 83 99 86 95 82
File Specimen 92 85 95 89 85 81
Ent/Obs +307 0.2
Initial 1 year 2 year 3 year
Rotation 0° 90° 0° 90° 0° 90° 0° 90°
Sample A 33 33 34 32 30 30
Sample B 37 38 36 40 32 37
File Specimen 38 38 35 38 32 34
Portable Reflectometer Reading (0° and 90°)

Initial 6 month 1 year 2 year 3 year
Rotation 0° 90° 0° 90° 0° 90° 0° 90° 0° 90°
Sample A 80 79 100 97
Sample B 92 91 109 104
File Specimen 106 108 109 o8

Portable Reflectometer Reading (Annular)

Initial 6 month 1 year 2 year 3 year
Sample A
Sample B

File Specimen
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Sign Sheeting Materials

Avg. (A + B)

File Specimen

Avg. (A + B)

File Specimen

Time

6 month
1 year

2 year

3 year

Color Coordinates - Laboratory Instrument

Initial 1 year 2 year 3 year
X 0.141 0.140 0.143
y 0.132 0.130 0.137
"“m('cy's;"‘:t' 6.100 5.960 5.937
X 0.141 0.140 0.145
y 0.133 0.130 0.136
L“m(;)/';;“‘:t' 6.200 6.220 6.443
Color Coordinates - Portable Instrument
Initial 6 month 1 year 2 year 3 year
X 0.142 0.142 0.144 0.142 0.144
\Y% 0.135 0.124 0.130 0.127 0.131
Lum. Fact. (20) 6.120 6.070 6.240 5.890 6.000
X 0.142 0.141 0.143 0.142 0.145
y 0.125 0.124 0.136 0.125 0.123
Lum. Fact. (20) 6.140 6.070 6.180 6.130 6.500
Visual Evaluation
Shrinkage Cracking Blistering
None None None
None None None
None None None
None None None
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